
Abstract：The formation and accumulation of space charge under charge treatment are
investi-gated using PWP method.The interaction between space charge and the
structure of XLPE ismeasured using infrared spectroscopy(IR)method.The related
mechanism about space chargedistribution and the structure of XLPE are discussed.


